
Certificate Number: CERT254212

Issued:

Product being certified: 

Product sample date: 02-Jul-2025

Sample Identification: Sample Code: 25070323

Source Power Station:

Sample Condition: Tested as Received. Testing Commenced on 08-Jul-2025

Certifying Laboratory: Cement Australia - Darra Laboratory, 

18 Station Avenue, Darra Queensland 4076 Australia.

Approved Signatory

J Ventura

Signatory - Cement Australia
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